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Index Number Compound Name
1 Dynamar
2 PPA-790 DYNAMAR

Brand
3 PPA-791 DYNAMAR

Brand
4 Antiozonant 70-TBPA
5 Accelerator 40B
6 Accelerator BZX
7 Accelerator CRA
8 Accelerator MF
9 Accelerator MZX

10 Accelerator R
11 Accelerator Thio #1
12 Accelerator VS
13 Akrowaxt 130
14 Antioxidant 12
15 Antioxidant 235
16 Antioxidant 250 Powder
17 Antioxidant 33
18 Antioxidant 36
19 Antioxidant 51
20 Antioxidant 58
21 Antioxidant 60
22 Antioxidant DQ
23 Antioxidant PANA
24 Antioxidant POSDA
25 Antiozonant E-9604
26 Antiozonant MPD-100
27 Antiozonant PD-1
28 Antiozonant PD-2
29 Accelerator BBTS
30 BIBBS Pellets
31 Bismet
32 CBTS
33 Cure-Rite 18
34 CZ-1
35 Peroximon DC 40 P
36 DCBS Accelerator
37 DOTG
38 DPG
39 DPTT
40 MBT
41 NIBUD
42 NOVOR 924 Powder

Index Number Compound Name
43 OBTS
44 P-86 Resin
45 Peptizer 9344
46 Peptizer 9349
47 Peptizer P.P.D. Powder
48 Retarder AK
49 Retarder PX
50 Retarder SAX
51 Retrocure G
52 Retrozone NS
53 Accelerator TBUT Liquid
54 TDEC Powder
55 TETD
56 TMTD
57 TMTM Powder
58 ZBED Powder
59 ZBUDX Liquid
60 Accelerator  Z.P.D.
61 Alcogum L-15
62 Alcosphere 104
63 Alcosphere 149
64 Aquatreat AR-232
65 Acintol DR-22
66 Acintol DR-24
67 Acintol DR-25
68 Kessco Butyl Oleaate
69 EBS Wax
70 Nonolphenol
71 Ultranox 226
72 Ultranox 236
73 Ultranox 246
74 Ultranox 257
75 Ultranox 276
76 Ultranox 626
77 Weston 430
78 Weston 494
79 Weston 600
80 Weston 619 Flake
81 Weston 626
82 Weston 63
83 Weston DHOP
84 Weston DPDP
85 Weston DPP
86 Weston ODPP
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87 Weston PDDP
88 Weston TDP
89 Weston THOP
90 Weston TIOP
91 Weston TLP
92 Weston TLTTP
93 Weston TNPP
94 Weston TPP
95 Hallco C-895
96 CPH-211-N
97 CPH-30-N
98 CPH-46-N
99 Diallyl Phyhlate

100 Monoplex NODA
101 Monoplex S-73
102 Monoplex S-75
103 Paraplex G-25
104 Paraplex G-30
105 Paraplex G-31
106 Paraplex G-40
107 Paraplex G-41
108 Paraplex G-50
109 Paraplex G-51
110 Paraplex G-54
111 Paraplex G-56
112 Paraplex G-57
113 Paraplex G-62
114 Peptizer 566
115 Plasthall 100
116 Plasthall 207
117 Plasthall 220 (DBEEP)
118 Plasthall 226
119 Phasthall 4141
120 Plasthall 7006
121 Plasthall 7046
122 Plasthall 7049
123 Plasthall 7041
124 Plasthall 7050
125 Plasthall 8-10 TME
126 Plasthall 83SS
127 Plasthall BSA
128 Plasthall 203
129 Plasthall 224
130 Plasthall 200
131 Plasthall DIDG
132 Plasthall DIODD
133 Plasthall DOSS
134 Plasthall NODA
135 Plasthall P-1070
136 Plasthall P-550
137 Plasthall P-643
138 Plasthall P-670
139 Plasthall P-7035
140 Plasthall P-7068
141 Plasthall P-7092

Index Number Compound Name
142 Plasthall R-9
143 Plasthall TIOTM
144 Plasthall TOTM
145 Armid HT
146 Antioxidant 2246 Powder
147 Antioxidant 425
148 CUPSAC Accelerator
149 CYANOX 53
150 CYANOX LTDP

Antioxidant
151 CYANOX STDP

Antioxidant
152 CYASORB UV-531

Absorber
153 CYREZ 933 Resin
154 CYREZ 963 Resin Liquid
155 CYREZ 963 Resin Powder

Conc.
156 CYREZ 964 Resin Powder

Conc.
157 Diorthotolylguanidine,

Dustless
158 Diphenylguanidine,

Dustless
159 MOTS No. 1 Accelerator
160 Chlorowax 50
161 552
162 833
163 Caytur 21
164 Diak No. 1
165 Diak No. 2
166 Diak No. 4
167 HVA-2
168 Permalux
169 Polyac
170 Terathane Polyether

Glycol
171 2619
172 Dilauryl Thiodipropionate
173 Distearyl Thiodipropionate
174 PD 596-25.1
175 Wing-Stay L
176 Wing-Stay S
177 Wing-Stay T
178 Wing-Stay V
179 Epolene N-34-P
180 Natro-Rez 10
181 Natro-Rez 25
182 Resinall CP-25
183 Stearic Acid F-1000 Flake
184 Stearic Acid F-1500
185 Stearic Acid F-2000 Flake
186 Stearic Acid F-300 Flakes
187 Zinc Stearate H
188 Belro Rosin
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189 Echo A
190 PE-200
191 Picco 6100
192 RTVS 100
193 RTVS 11
194 RTVS 13
195 RTVS 27-17
196 RTVS 51
197 Plastogen E
198 Reogen
199 A-1
200 Butasan Pellets
201 Flectol H
202 Flectol ODP
203 Methasan Powder
204 Mono Thiurad Pellets
205 Santoflex 13
206 Santoflex IP
207 Santonox
208 Santonox R
209 Santovar A
210 Santovar A Milled
211 Santwhite 54S
212 Santowhite MK
213 Santowhite PC
214 Santowhite Powder
215 Thiotax
216 Thiurad Pellets
217 WB-10
218 WB-5
219 WB-7
220 Emersol 875 Isotearic AC
221 Empol 1010 Dimer Acid
222 Agerite DPPD
223 Agerite Geltrol
224 Agerite Hipar T
225 Agerite HP-S
226 Agerite MA
227 Agerite NEPA
228 Agerite Resin D
229 Agerite Spar
230 Agerite Stalite
231 Agerite Superflex
232 Agerite Superlite
233 Agerite White
234 Agerite White White
235 Altax
236 Amax No. 1
237 Amyl Ledate
238 Amyl Zimate
239 Antozite 2
240 Antozite 67 P
241 Bismate Powder
242 Butyl Eight
243 Butyl Tuads

Index Number Compound Name
244 Butyl Zimate
245 Captax
246 Cure-Rite 18
247 Durax
248 Ethyl Cadmate
249 Ethyl Namate
250 Ethyl Selenac
251 Ethyl Tellurac
252 Methyl Ethyl Tuads

Rodform
253 Ethyl Zimate
254 Isobutyl Niclate Dustless
255 Methyl Cumate
256 Methyl Ledate
257 Methyl Niclate
258 Methyl Selenac
259 Methyl Tuads
260 Methyl Zimate
261 Morfax
262 Octoate Z
263 Propyl Zithate
264 Rotax
265 Setsit 104
266 Setsit 9
267 Sulfads
268 Thiate EF-2
269 Unads
270 Vanax 552
271 Vanax 808
272 Vanax 829
273 Vanax 833
274 Vanax A
275 Vanax DOTG
276 Vanax DPG
277 Vanax MBM
278 Vanax NP
279 Vanax NS
280 Vanax PML (dicontinued)
281 Vanax PY (discontinued)
282 Vanfre DFL
283 Vanfre HYP
284 Vanfre IL-1
285 Vanfre M
286 Vanfre UN
287 Vanlube 81
288 Vanox 12
289 Vanox 102
290 Vanox 1290
291 Vanox 2
292 Vanox 2-AZ
293 Vanox 3C
294 Vanox 6H
295 Vanox AM
296 Vanox AT
297 Vanox GT
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298 Vanox K
299 Vanox L
300 Vanox MBPC
301 Vanox MTI
302 Vanox SKT
303 Vanox SN-1
304 Vanox ZMTI
305 Vanox ZS
306 Vanplast PL
307 Varox 118
308 Varox 130
309 Varox 231
310 Varox 231-XL
311 Varox DBPH
312 Varox DBPH-50
313 Varox DCP-40C
314 Varox DCP-40KE
315 Varox VC-40KE
316 Varox VC-R
317 Zetax
318 Bondogen E
319 CBS-O
320 CDMC-O
321 MBT-o
322 MBTS-O
323 MBTS-P
324 NDBC-O
325 TDEC-O
326 TM-O
327 TMTD-P
328 ZDBC-O
329 ZDEC-P
330 ZDMC-O
331 ZDMC-P
332 ZMBT-PQ
333 A-Wax
334 Mark V-1298
335 Arazate
336 Beutene
337 BLE 25
338 CPB Accelerator
339 DBA Accelerator
340 Ethazate
341 Flexone 6H
342 Hepteen Base
343 Naugatuck Antioxidant 451
344 Naugard SP
345 Naugawhite
346 Royalac 133
347 Royalac 136 Liquid
348 Royalac 136-A
349 Trimene Base
350 80Z Mark OTM


